SIVERAD

ARGENTUM

THE WORLD'S FIRST & ONLY PURE SILVER
AMALGAM WITH NO EXCESS MERCURY



Silverfil Argentum is the world’s first and only pure
silver amalgam with no excess mercury. A revolutionary
amalgam patented internationally. Silverfil Argentum’s
usage technique is similar to traditional amlgams.

ARGENTUM

FAST FACTS ON SILVERFIL ARGENTUM

+ + + + + +

Spill Size | Colour Mixing Time

1 spill Blue 3 seconds

2 spill Green 3-4 seconds
"'-i'ﬁrﬁr--:-' rn{f 3 spill Yellow 4-5 seconds

There is no excess mercury in Silverfil Argentum filling

Silverfil Argentum is similar to *Moschellandsbergite”, a mineral in nature
Waste amalgam from Silverfil Argentum is environmentally friendly

No special storage measures required {(e.g. storage in sulphite solution)

No water contamination through dental spittoons\

Silverfil Argentum filling contain minute amounts of free silver.

USING SILVERFIL ARGENTUM

Silverfil Argentum is dispensed in self-
activating capsules, with mercury in sealed
pouches. Mixing times are very short due to
the material’s high reactivity to mercury.

Recomended mixing time settings:

Silverfil Argentum capsules are available In
boxes of 50 capsules and in jars of 250 and
500 capsules.




CHEMICAL COMPOSITION & TECHNICAL PROPERTIES

: : X Total content of:
Reactive Silver + Silver Mercury S /4% Ag

26% Hg

*Chemical reaction is complete within 30 minutes unlike other amalgams.

Compressive Strength : Average of 50 MPa (after 1 hour)
Dimensional Change : +0.72% (after 1 hour)
Static Creep : < 1%
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. -2 | ' Freshly filled Silverfil Argentum = Polished Silverfil Argentum filling
= filling

SILVERFIL ARGENTUM FILLINGS CAN BE WORK-HARDENED

The above diagram (left) shows the microscopic appearance of a Silverfil Argentum filling
before work-hardening (A) and after 24 hours of work-hardening (B) with the following
results:

1. Average Vickers hardness for Section A: 53 Vickers
2. Average Vickers hardness for Section B: 106 Vickers

Learn more about Silverfil Argentum and Silverfil Dental Products at:

www.silverfildental.com

Get in touch with us by email and send us your questions at:
contact@silverfildental.com

Silverfil Dental Products :: Revolution in Dentistry






